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f' SUBJECT: Determination of the Effects of Iron and Oxygen Contents on the 
Mechanical Proportlee of Titani~u-5Al-2.5 Sa Alloy Sheet a t  
Liquid Hydrogen Temperature (-a?) ' I  

ABSTRACT: The purpose of t h i s  investigation was t o  determine the e f f e c t s  of 
two common impurities, i ron  and oxygen, on the mechanical 
properties,  par t icular ly  the toughness, of titan$um-5Al-2.5 Sn 
a l loy  sheet a t  l iqu id  hydrogen temperature (-423 e.) Yield and 
t ens i l e  strengths,  elongations, notched (Kt=6.3) t ens i l e  strength8 
and notched/unnotched t e n s i l e  r a t i o s  were obtained on three ex- 
perimental heats  of Ti-5A1-2.5 Sn alloy. 
represented high i r o n  + low oxygen, medium Iron + high oxggan, 
and low i ron  t low oxygen combinations. The da ta  show increased 
s t rengths  and decreased toughness f o r  the high i ron  and the high 
oxygen heats. Even in small amounts i ron  causes the de le te r iour  
formation of some beta phase i n  the  alpha s t ruc ture  of t h i s  alloy. 
Photomicrographs show t h a t  the high i ron  heat has the most beta 
phase and the low oxygen + low iron hoot has tho leaat beta phase 
present in the microstructure. 
t e s t ing  using a l loys  of addi t ional  i ron  + oxygen combinations be 
conducted t o  substantlate these resul ts .  
present data,  It appears t h a t  the chemical composition of the  
titanium 5Al-2.5 Sn al loy should be held t o  a maximum of 0.12% 
oxygen ahd 0.25% i r o n  i n  order t o  r e t a i n  adequate toughness f o r  
s t ruc tu ra l  applications ' at l i q u i d  hydrogen temperaturea (-4239). 

The three heats  

It is recommended t h a t  fur ther  

However, based on 
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SUEJECT: Determination of the Effects of Iron and Oxygen Contents on the 
Mechanical Properties of Titanium-5Al-2.5 Sn Alloy Sheet a t  
Liquid Hydrogen Temperature ( -&5loP). 

INTRODUCTION 1 

The mechanical properties of a large number of titanium al loys have beer 
determined a t  cryogenic temperatures. 
1960 

r e t a i n s  suf f ic ien t  toughness fo r  s t ruc tu ra l  applications a t  l iqu id  hydrogen 
temperature (-423°F). 
this alloy, a8 well a8 of the other titanium alloya, a t  cryogenio 
temperatures is dependent upon the amount of 
(C, 0 , N , H ) contained. 
of t h i s  a 41 oy was dependent upon i t s  content of the subst i tut ional  
impurity iron, since i ron  is known t o  be a beta  phase s tabi l izer .  
phase is body-centered-cubic i n  s t ructure  and is inherently br i t t le  a t  
cryogenic temperatures. 

Based on the tests conducted previously us- several  heats of Ti-5Al-2.5 Sn 
the  current  GD/A specification, 0-71010, Revision A, 12 June 1961 , s e t s  the 
following limits f o r  these two impurities: 
i r o n  = 0.25% maximum. 

The following invest igat ion was made to  determine the e f f ec t s  of various 
i r o n  and oxygen contents on the  t e n s i l e  propertiea and toughnesrr of the 
t i t a n i u m  - 5A1-2.5 Sn a l loy  at -423°P. 

Report MRC-189, dated 14 October 
gives the mechanical properties of nine titanium alloys from 78' t0 

-4.23 b F, O f  these al loys,  o n l y  one, the titanium -5Al-2.5 Sn material, 

It has been found, however, that the toughness of 

i n t e r s t i t i a l  Impurities 
There were a l so  indications t h a t  the toughness 

The beta 

oxygen = 0.12% maximum, and 

J 

Materiala 
n ! 

Three experimental heats  of the titanium -5A1-2.5 Sn a l loy  were tested. 
The three heats represented low i ron  + low oqgen,  medium i ron  + high oxygen, 
and high i ron  + low oxygen combinations. 
as-received (mill  annealed) condition. 
analyses are given in Table 1, The material  was supplied by Titanium MetdB 
Corporation of America, 

The material  was tes ted  in the 
Heat numbers, gauge, and chemical 

1 .  
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Procedure 

Because of l imitat ion of material only longitudinal (para l le l  t o  the 
direct ion of rol l ing)  specinens were tested. Blanks f o r  t e n s i l e  and 
notched' t ens i le  specimens, 9" x lp, were ident i f ied and sheared. 
(EMC-D-1) and notched (MG-D-10, Notch ''A") t ens i l e  specimens we16 
machined. 
op t ica l  compai.ator,The specimens were tes ted a t  = U 0 F  by submergence in a 
bath of l iqu id  hydrogen. 
extensometer" and a continuous stress-strain recorder. S t r a in  r a t e s  were 
maintained a t  O,OOln/"/min. until 0.2% of f se t  yield and then 0.15"/min, 
u n t i l  fracture. Total elongations were determined over a 2" gauge length 
made by scribe marks with a precision block and read 'at 1 Ox magnification. 
The 35,OOM Tinius-Olsen universal t es t ing  machine, s t r a i n  
s t r a i n  pacer, and ncryo-extensornetern a re  periodically calibrated by the 
Standards Laboratory. 

Results and Discussion 

\ 

Smooth 

Notched t ens i l e  specimens were inspected and measured w i t h  an 

St ra in  measurements were made by a "cryo- 

recorder, 

.J  

The mechanical properties obtained i n  t h i s  investigation are  given i n  
Table 2. 
heats  are given i n  Figure 1, 
strengths increase proportionately with an increase 5n i ron and oqgen 
contant, j u s t  as would be expected. 
elongation decreases with greater i ron  and oxygen contents. 
measured by notched/unnotched tens i le  ratioe; i s  good f o r  the low iron- 
low oxygen heat (notched/unnotched r a t i o  of 1.00) but quite poor f o r  the 
high i ron and the high oxygen heats ( r a t io s  of 0.71 and 0.65 respectively). 
Ane notcheci/umotched ratio of ihe high iron iieat (V-iG66j.i~ 6.6; iL" the 
t ens i l e  data on the speuimen which f a i l e d  i n  the extensometer clamp is 
discarded. 

. titanium-5Al-2.5 Sn al loy i s  dependent upon the  oxygen content; however 
t h i s  investigation is  the first attempt t o  evaluate the e f f ec t s  of  i ron 
on the tens i le  properties and toughness of the Ti-5A1-2.5 Sn alloy a t  
-423OF. The photomicrographs given i n  Figure 1 show tha t  the high-iron 
heat  contains the most beta phase of the three heats. 
medium-iron heat contains l e s s  beta and the low i r o n  heat contains the 
l e a s t  amount of the beta phase. 
ness of the high-iron heat a t  423OP i s  due t o  the larger amount of the 
beta  phaso present i n  the microstructuro. 

Photomicrographs showing typical  microstructures of the three 
As may be seen i n  Table 2 yie ld  and tensi lo  

The d u c t i l i t y  as rneaeured by 
Toughness, ae 

rn. I 

Previous data  have indicated tha t  the toughness of the 

Likewise the  

It is believed that, the decreased tough- 

RECOMMENDATIONS : 

It is recommended tha t  more t e s t s  be made i n  order t o  substantiate the 
da t a  obtained i n  t h i s  investigation. Larger quant i t ies  of these three 
heats  of material, cold-rolled t o  approximately 0.020" gauge and annealed, 
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CONVAIR ASTRONAUTICS 1 .  
are  t o  be supplied by TNCA. 

In  addition, it w i l l  be important t o  t e s t  one o r  more heats of t h i s  a l loy  
having combinations of low oxygen +medium i ron  impurities, such as the 
0.12% oxygen + 0.25% iron coribination permitted by our current 
specification. 
character is t ics ;  hence, i s  desirable from the viewpoint of the mill 
producers. But, on the other hand, we must specif'y a r e a l i s t i c  maximum 
i ron  l i m i t  t ha t  does not impair toughness of the sheet at extreme 
subzero service temperatures. Based upon the data obtained t o  date, it 
i s  recommended that the specified i ron and oxygen contents of the 
Ti-5A1-2.5 Sn al loy be maintained a t  0.25% and 0.12$, respectively. 
However, goneration of additional t e s t  data  may indicateci the advisabi l i ty  
of revising the specification. 

CONCLUSIONS 

1. Yield and tens i le  strengths of the Ti-5A1-2.5 Sn al loy sheet a t  -4239 
increase with increase i n  i ron and oxygen content. 

2, Ductil i ty,  as measurod by elongation, i s  l e s s  f o r  the high i ron and 
high oxygen bearing heats than f o r  the low iron + low oxygen heat. 

3, Toughness, as measured by notched t ens i l e  strengths and notched/ 
unnotched tens i le  ra t ios ,  is  good f o r  t h e  low oxygen + low iron heat, 
but poor f o r  the high i r o n  + low oxygen heat and high oxygen +medium 
iron heat . 
Further t e s t s  should be made t o  substantiate the above resulta,  and 
t o  determine more precisely the maximum i ron content which can b. 
tolerated i n  this al loy for extreme subzero temperature service. 

A small amount of i ron in  the al loy improves its ro l l ing  

4,  
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. Table 1. 
Chemical Analysis of Titanium-SAl-2.5 Sn Alloy.+ 

Sn FO - 02 - - A 1  - Heat No, GauPe(in.1 

D-1311 0.036 - 5.2 2.5 0.27 0.20 
v-1866 0.035 5 03 2.5 0.50 0.08 
V-1867 0.041 ' 5.2 2.6 0.15 0.07 

"Supplied by Titanium Metals Corporation of (Imerloa 

Table 2. 
Mechanical Properties of Titanium-5Al-2.5 Sn Alloyr 

Test Ftu Elong. Notched T.S. Notchcd/botched 
mt NO, DmQ.%* ,&, (&4*3)k8! we Ra- 

D-1311 
n 
a 

V-1866 
n 
I 

V-I 867 

-423 261 264 7.0 1 62 

2 0.65 
-423 a &  7.0 

-423 225 228* 1.5*' ' .  177 

avo . 256 265 7.0 

182 226 a 11.0 -423 I_. 

ave . 226 252 6.3 180 0 . 3  

"Failed at extensometer clamp (Premature f allure). 
. .  , 
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W-CA Heat D-1311 . 

oxggen = 0.2% 

Iron = 0.m 

Magnification = 5- 
Etchant: Aqueous 

+ 3% zmo3 

i 

TMCA Heat T-1866 

CbcygsZl = 0.0% 

Iron = 0.5s 

Etchantr Aqueous 1% HP 
4- 3% XIYO3 

*Fig. 1. Kicrostructurea of three expisrhental heats of 

beta phase, particles in the  alpha matrix i s  
directly related to the, iron content. 

Ti-5Al-2.5 Sa which &CY t h a t  the WdWt of' 

9 
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ron = 0.75% 

agnification = 5oaX 

tchantx Aqueous 1% 
+ 3% mo3 
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Pig, 7 .  Microstructures of theen e x p r j n e n t a l  heats of 
(cont,)  Ti-5A1-2.5 Sn which show t h a t  the m o u n t  of 

beta phase par t ic las  in t h e  alpha matrix is 
directly related t o  the  iron contmt .  


